
* SS-SPLIT SPOON SAMPLE,               * ST – Shelby Tube Amendment 4

                                           SUMMARY OF LABORATORY TEST RESULTS
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Project: Ft. Knox Base Housing; Anderson Golf Course
Project Number:  03-7590-0000
Date: May, 2003
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B-1 3 SS 6’-7.5’ 30.1 Clay, Slightly Silty, Reddish-Brown, with Gray Lenses

B-2 US-1 ST 6.5’ 24.2 126.5 101.8 1.5 Clay, Slightly Silty, Reddish-Brown

B-2 US-1 ST 7.0’ 27.5 122.9 96.4 1.6 Clay, Silty, Reddish-Brown

B-4 4 SS 8.5’-10’ 23.7 Clay, Slightly Silty, Light Brown

B-7 2 SS 3.5’-5’ 22.4 Clay, Slightly Silty, Reddish-Brown

B-9 5 SS 11’-
12.5’

21.9 Clay, Silty, Reddish-Brown

B-9 US-1 ST 3.2’ 24.6 123.3 99.0 0.8 Clay, Slightly Silty, Reddish-Brown

B-12 3 SS 6.8’ 25.4 63 36 CH Clay, Slightly Silty, Reddish-Brown and Tan, with
Nodules

B-12 US-1 ST 7.3’ 28.2 122.6 95.6 1.6 Clay, Slightly Silty, Reddish-Brown and Tan, with
Nodules

B-12a US-1 ST 6.8’ 25.4 1.8 Clay, Slightly Silty, Reddish-Brown and Tan, with
Nodules

B-13 6 SS 13.5’-
15’

38.6 Clay, Silty, Light Brown

B-17 2 SS 3.5’-5’ 30.3 Clay, Slightly Silty, Brown

B-18 US-1 ST 3.2’ 23.6 128.4 103.9 1.1 Silt, Slightly Clayey, Brown

B-20 1 SS 1’-2.5’ 33.9 Clay, Slightly Silty, Reddish-Brown

B-20 US-1 ST 4.0’ 34.2 118.5 88.3 1.1 Silt, Slightly Clayey, Brown

B-20 US-1 ST 4.5’ 41.2 114.9 81.4 1.3 Clay, Slightly Silty, Reddish-Brown

B-24 US-1 ST 3.5’ 25.3 125.7 100.3 1.9 Clay, Slightly Silty, Reddish-Brown
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B-21 US-1 ST 7.0’ 18.3 131.4 111.1 1.3 Silt, Clayey, Slightly Sandy, Reddish-Brown

B-22 2 SS 3.3’ 20.4 43 23 CL Clay, Slightly Silty, Reddish-Brown, with Rock

B-22 US-1 ST 3.3’ 20.4 131.7 109.3 2.6 Clay, Slightly Silty, Reddish-Brown, with Rock

B-23 6 SS 13.5’-
15’

29.3 188.04 147.39 Clay, Slightly Silty, Reddish Brown

B-25 3 SS 3.3’ 20.4 75 44 CH Clay, Silty, Brown

B-25 US-1 ST 4.8’ 23.8 125.4 101.3 1.1 Clay, Slightly Silty, Brown

B-25a US-1 ST 5.3’ 26.6 124.4 98.2 2.1 Clay, Slightly Silty, Reddish-Brown

B-26 3 SS 6’-7.5’ 23.8 Clay, Slightly Silty, Reddish Brown, with Rock

B-26 US-1 ST 3.2’ 18.0 128.7 109.1 2.4 Clay, Slightly Silty, Reddish-Brown, with Rock
Fragments

B-27 US-1 ST 6.5’ 31.8 118.9 90.2 0.8 Silt, Slightly Clayey, Dark Gray, Soft, Moist

B-29 US-1 ST 3.3’ 30.1 119.8 92.0 1.5 Clay, Slightly Silty, Reddish-Brown, Mottled Tan

B-30 US-1 ST 6.2’ 34.5 114.5 85.1 0.6 Clay, Slightly Silty, Reddish-Brown and Tan, with Rock

B-32 5 SS 11’-
12.5’

38.3 Clay, Silty, Sandy, Tan

B-32 US-1 ST 6.25’ 27.6 123.6 96.8 2.8 Clay, Slightly Silty, Reddish-Brown Mottled Tan

B-33 US-1 ST 6.5’ 25.9 124.4 98.7 2.5 Clay, Slightly Silty, Reddish-Brown, with Gravel and Silt

B-33 5 SS 11’-
12.5’

16.1 Clay, Silty, Brown, with Rock Fragments

B-34 US-1 ST 3.5’ 23.0 123.0 100.0 1.6 Silt, Slightly Clayey, Brown to Gray

B-35 3 SS 6’-7.5’ 27.3 Clay, Silty, Trace Sand,  Red

B-35 6 SS
13.5’-

15’
32.0 Clay, Silty, Tan
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B-37 1 SS 1’-2.5’ 23.3 Clay, Silty, Brown

B-37 4 SS 8.5’-10’ 23.4 Clay, Silty, Brown, with Black Nodules

B-37 US-1 ST 3.5’ 20.5 131.7 109.2 1.7 Clay, Slightly Silty, Reddish-Brown Mottled Tan

B-39 2 SS 3.5’-5’ 21.6 Clay, Silty, Brown

B-39 6 SS 13.5’-
15’

17.9 Weathered Shale, Tan

B-40 1 SS 1’-2.5’ 16.7 29 NP Clay, Silty, Reddish-Brown

B-40 2 SS 6’-7.5’ 25.8 32 8 Silt, Slightly Clayey, Brown

B-40 3 SS 8.5’-10’ 23.4 32 9 Silt, Slightly Clayey, Brown

B-40 4 SS 11’-
12.5’

21.7 35 13 Clay, Slightly Silty, Brown, Mottled Tan

B-40 5 SS 13.5’-
15’

18.4 37 17 Clay, Slightly Silty, Reddish-Brown, Mottled Tan

B-40 US-1 ST 5.0’ 27.5 121.0 94.9 2.0 35 9 Silt, Slightly Clayey, Dark Brown

B-41 3 SS 6’-7.5’ 30.7 Clay, Slightly Silty, Reddish-Brown, with Rock

B-41 5 SS 11’-
12.5’

28.7 Clay, Slightly Silty, Reddish-Brown, with Rock

B-42 1 SS 1’-2.5’ 19.8 Clay, Silty, Brown

B-43 US-1 ST 7.0’ 23.5 125.1 101.4 1.4 36 NP Silt, Slightly Clayey, Light Brown

B-44 1 SS 1’-2.5’ 24.1 Clay, Silty, Yellowish-Brown

B-44 3 SS 6’-7.5’ 24.8 Clay, Slightly Silty, Reddish-Brown

B-45 US-1 ST 7.0’ 19.6 130.7 109.2 2.2 Clay, Slightly Silty, Brown Mottled Gray, with Rock
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B-46 2 SS 3.5’-5’ 21.4 Clay, Slightly Silty, Reddish-Brown

B-48 2 SS 4.3’ 30.1 122.8 94.4 2.0 70 39 CH Clay, Slightly Silty, Reddish-Brown

B-48 3 SS 6’-7.5’ 37.8 Clay, Slightly Silty, Dark Reddish-Brown, with Rock
Fragments
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B-2 B 1-5 18.0 108.4 69 43 1.4 CH 87 Clay, Silty, Reddish-Brown

B-6 B 1-5 12.3 115.9 20,400 18.4 35 15 12.5 CL 81 Clay, Brown

B-19 B 1-5 14.6 114.3 5,710 ND 29 9 6.0 CL 83 Clay, Silty, Brown

B-19 B 5-10 13.9 117.2 35 16 8.9 CL 82 Clay, Silty, Gray and Brown

B-23 B 1-5 8,500 16.1 Clay, Silty, Brown

B-25 B 1-5 13.1 119.6 35 18 9.7 CL 73 Clay, Silty, Reddish-Brown

B-29 B 2-5 8,600 ND Clay, Slightly Silty, Reddish-Brown

B-35 B 10-15 47,800 ND Clay, Silty, Grayish-Brown

* SS-SPLIT SPOON SAMPLE;   B – Bucket Sample
ND – Not Detected
**CBR – California Bearing Ratio at 95% of Modified Proctor Maximum Dry Density and Optimum Moisture Content


